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Results: 
      
1. CPSIA - Lead in Paint/Similar Surface Coating Materials 
       
Method: With reference to CPSC-CH-E1003-09.1 - Standard Operating Procedure for Determining Lead (Pb) in 
Paint and Other Similar Surface Coatings  
  

Test Item(s) Lead (Pb) 
Permissible Limit (ppm) 90  

Specimen Description 
Alias 
No. 

Tracing 
No. 

 Result(s) 
(ppm) 

1. Black wet paint 1 1 ND 
  
Note: - ppm = parts per million 

 - ND = Not Detected (lower than MDL)  

 - MDL = Method Detection Limit = 10 ppm 

 - 1% = 10000 mg/kg = 10000 ppm 

       
      
2. US California Proposition 65 – Cadmium Content 
 
Method: Acid Digestion 
Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES)  
  

Test Item(s) Cadmium (Cd) 

Specimen Description 
Alias 
No. 

Tracing 
No. 

Result(s) (ppm) 

1. Black wet paint 2 1 ND 
 
Note: - ppm = parts per million 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit = 5 ppm  

 
Summary of permissible limits of Cadmium requirement(s): 
 

 

Requirement(s) 

Permissible 
Limit of 

Cadmium 
(ppm) 

 

Effective 
Date 

California Proposition 65 (County of Alameda Court Case No. RG-10-514803 
[Consolidated with Case No. RG 10-545680 and RG 10-545687]) 

300 Current 
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3. Cadmium Content  
  
Method: With reference to EN 1122:2001 Method B / IEC62321-5:2013  
Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) / Atomic 
Absorption Spectrometer (AAS) 
  

Test Item(s) Unit 1 MDL Client’s Limit 
Alias No.  -- 3 -- -- 
Tracing No.  -- 1 -- -- 
Cadmium (Cd) mg/kg ND 5 75 

 
Specimen Description: 
1. Black wet paint 

  
Note: - mg/kg = milligram per kilogram 

 - MDL = Method Detection Limit 

 - ND = Not Detected (lower than MDL)    
Sample Photo:  
                          

 
 

SGS authenticate the photo on original report only 
 

*** End of Report ***  


